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TEST RESUTTS

- Ir{onnationmuked f) -Not certificatedof ItILtlS\
- Information markcd (**) - Result ofpner laboratories
- Test Equipment Q4 Tasman
- Material sample with chemical composition in accardance with C3771 standud JIS H3250:1992

12 month 06 year 20IB
Laboratory Manager ustrial JSC

Pham Tuan Son

- The results in this certificate only represent to the sample received and analyzed
- The certificate shall not be reproduced except infull, withoutwritten approwl of the laboratory.
- When the dste of specified is expire, the laboratory will not resolve the complaint test results.

I. General imformation
Applicant: Yina Valves Jsc

Address: KCN Tan Quang, Yan Lam, Hung Yen
Commodity: Ddng Y\IN Sample Quantity: 01

Sample ID: C3771 Date of sample: 12l*612018

Packape: Mfru th*i

II. Test repofr

No Specification/ perrmeter Unit Results Test Method

A, Chemical analysis
I Zn 0/o 37.961

BS EN 15079:2015

2 Pb 0/o L.262
3 Sn 8/o s.317
4 P a/o 0.0067
)t Mn 0 0.0079
6 Fe a/a *.467
7 Ni 0/* 0.356
I si o/o 0.011
9 AT &/0 0.067
10 Cu 0/0 59.585
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